EG7000-01A

exterior

Titanium
Sapphire Glass
Nishijin-silk
Nylon

Polyurethane

ITIZER

E

Polyacetal
Polyester
Polycarbonate
Iron

Eea-Oris

Polyethylene terephthalate

Fluorine resin
Butyl rubber
Chromium
Nickel

3 Substances at a level contained below 0.05% are not listed.
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[ High-alloy steel
[ Steel
[ Copper
M Copper alloy
M Nickel alloy
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High-alloy steel Steel Copper Alloy
! % ! % ! %

Iron | 27.892 Cobalt |  0.221 Copper | 3.164
Nickel 3.682 Copper 0.014 Others 0.391
Carbon ' 0.035 Iron I 2.332
Silicon | 0.120 Zirconium | 0.006

Manganese |  0.236 Carbon |  0.003 Nickel Alloy
Phosphorus!  0.005 Silicon | 0.001 | %
Sulfur 0.004 Manganese 0.002 Nickel 2.272
Chromium |  2.597 Phosphorus!  0.001 Others | 3.204
Copper 0.001 Nickel 0.0001
Lead |  0.013 Lead @  0.005




